$$388

q — PROJECT REFERENCE NO. SHEET NO.
g . 3 R=261 %7
58 N o2 [ Tomway sesion TIVDRAULICS
/ ENGINEER ENGINEER
157 /.
156 _E_ ID§(;/3 bgkn R/ W ACQUISITION
155 PRELIMINARY PLANS|
DO NOT USE FOf CONSTRUCTION
CONST.REV.________
154 SOIL TEST RESULTS v
1533 |  rFrmrT T T 07— |y R R e
SAMPLE DEPTH AASRTO % BY WEIGHT % PASSING (SIEVES)
152 yo | OFFSET | STATION | preponr cuass. | “=| P o sanD [ raavn| sur 7] o [ 20 152
151 S-31 | 1M LT | 39+40 | 0.10-2.00 |A-7-6(17)]| 47| 19] 3.2 | 16.4 | 31.9 100 | 100 | 82 - 151
S-32 | 1M LT | 39+40 | 2.20-4.40 A-4(5) | 33| 9 | 10.1 | 27.3 | 36.4 100 |98 | 67 - = o
150 533 | fMLT | 40+40 | 0.30-2.50 [A-7-6( 167 46| 22] 14.7 | 11. 5| 25.3 100 | 94 ] 75 B 41+10.00 ® 150
149 $-34 1IN LT | 40+40 | 2.50-3.80 A-4(2) | 28| 8 | 18.6 | 27.1 | 28. 1 100 | 92 | 57 - 145.0099 nm ~
SS-149 | 1M LT |__41+20 | 0.00-4. 40 A-4(0) | 26] 4] 23.0] 34.6] 30.1 100] 89| 49 - E—r 149
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138 No. | OFFSED | STATION | (vremvar cass, | “&| PG sanD|7.sand] sur 0 | 40 | 200 |MOISTURE et = ..158
157 157
S35 | 1M LT | 42+80 | 0.20-4.00 A43) |26 4 | 32.9 | 42.8 100 | _99 | 75 - ——
156 $-36 | fIM LT | 43460 | 3.90-4.20 A6(9) | 37| 20| 10.9 | 32. 1 | 28.7 87 | 81 | 38 - T et 156
S-37 | 1M LT | 44+40 | 2.20-4.20 |A-7-5(33) | 66 30| 3.4 | 6.9 | 33.7 97 | 95 | 90 -
155 S-38 | 1M LT | 45+20 | 0. 10-1.20 A-6(2) | 39] 16| 25.5 | 13.7 | 28.5 61| 49 | 39 - VA I 155
-39 | 1M LT | 45+20 | 1.90-4.50 |A-7-5(10) | 41| 11| 6.1 | 7.5 | 40 9% | 93| 85 - 887 -l —
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